Flexural Modulus Of Elasticity Test (EN ISO 178)

DEFINITION

Flexural modulus is the tendency of uPVC specimen to bend
i.e. Quantification of stress to strain ratio in Flexural
deformation.
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CONSEQUENCES

Poor Elasticity results into more brittleness and vulnerability.
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