Weld Strength Test (EN 514)

DEFINITION

The measure of the molecular bonding
strength of fusion welding i.e. The
minimum failure load of welded corners.
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CONSEQUENCES

Low weld strength leads to weld cracks and panel
cracks during transit and installation of Windows.
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